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Figure 1

TEM images of Ni/CGO
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Micro reactor system for preliminary test
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Figure 4(a)
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Fuel: n-dodecane, O,/C: 0.3, H O/C: 3.0, GHSV: 5,000/h
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Figure 4(b)

Fuel: n-dodecane, OZIC: 0.3, HzolC: 3.0, GHSV: 5,000/h
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Figure 5

Fuel: commercial diesel
Temp.: 500°C, HZOIC: 3.0, GHSV: 5,000/h
T U T T T v T d T

100

80 .
B"‘é“ .
S 60- -
Q
o | '\.
2
§ 40 - \- / Ru/CGO (3.0 wt.%) -
-g 1 \IM
L. o

b
(—=
I
E

1

T 4 |

. , p——— :
0.0 0.5 1.0 1.5 2.0 2.5 3.0
Time (h)

Fuel conversion over Ru/CGO (3.0 wt.%)



U.S. Patent Nov. 10, 2015 Sheet 7 of 20 US 9,181,148 B2

Figure 6(a)

Fuel: n-dodecane, OZIC: 0.3, HzolC: 3.0, GHSV: 5,000/h
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Figure 6(b)

Fuel: n-dodecane, O,/C: 0.3, HZOIC: 3.0, GHSV: 5,000/h
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Figure 7

Synthetic Diesel, H20/C=1.25, 02/C=0.5, 5000/h. Cat. Vol.=2mi
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Figure 8

Oxidation: 30°C to 1000°C with Air {flow rate: 50cc/min)
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Figure 9

Fuel: commercial diesel, Cat.: Ni/CGO
H,0/C: 2.0, Temp.: 500°C, GHSV: 5,000/h
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Figure 10

Fuel: commercial diesel, Cat.: Ni/CGO
H,0/C: 2.0, Temp.: 500°C, GHSV: 5,000/h
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Figure 11

Fuel: commercial diesel, Cat.: Ni/fCGO
H,0/C: 2.0, Temp.: 500°C, GHSV: 5,000/h
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Figure 12
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Figure 13

Fuel: commercial diesel, H O/C: 3.0, GHSV: 5,000/h

T 4 1 T ¥ 4 1 ¥ ) ¥ I
100 -
. 804
s
g -
= 60
2]
£ |
5 40 Ni/CGO(20.0 wt.%)-Incipient |
(3}
©
=3
[F
20- .
1
0 T T T v T 1 ]
0 2 4 6 8 10
Time (h)

Commercial diesel pre-reforming over Ni/CGO (20.0 wt. %)
prepared by GNP and incipient wetness impregntion (IWI)



U.S. Patent Nov. 10, 2015 Sheet 16 of 20 US 9,181,148 B2

Figure 14

Reduction: 30°C to 1000°C with 5% H_/Ar (flow rate: 30cc/min)
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Figure 15

Fuel: commercial diesel, Cat.: NiICGO
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Figure 16

Fuel: commercial diesel, Cat.; Ni/CGO
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Figure 17

Fuel: commercial diesel, Cat.: Ni/fCGO
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Figure 18

Fuel: n-dodecane, Cat.: Ni-Ruw/CGO
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NI/CGO AND NI-RU/CGO BASED
PRE-REFORMING CATALYSTS
FORMULATION FOR METHANE RICH GAS
PRODUCTION FROM DIESEL PROCESSING
FOR FUEL CELL APPLICATIONS

FIELD OF THE INVENTION

Generally, this invention relates to new catalyst formula-
tions to convert diesel type liquid hydrocarbons to methane
rich gas that results in increased fuel cell efficiency. The
catalysts provide high conversion, selectivity, and stability
compared to the state of the art commercial catalysts. The
catalyst compositions improves the overall fuel cell efficiency
for both mobile and stationary fuel cell applications.

BACKGROUND OF THE INVENTION

The present invention relates to diesel pre-reforming cata-
lysts for use with diesel to create a methane-rich syngas for
fuel cells. Pre-reforming partially completes a steam reform-
ing reaction at a much lower temperature than steam reform-
ing and using a highly active catalyst. Pre-reforming pro-
cesses convert heavy hydrocarbons into methane-rich syngas.
Catalytic pre-reforming typically reforms feedstocks from
natural gas up to naphthas. Diesel, however, is an attractive
hydrocarbon fuel for fuel cells. Diesel has the advantages of
high energy density, well-constructed infrastructure, and
safety. While natural gas, liquefied petroleum gas, and the like
are converted through pre-reforming relatively easily, diesel
cannot be easily pre-reformed. Diesel is a liquid fuel that is a
complex mixture of hydrocarbons, including saturates, ole-
fins and aromatics. The wide boiling range of the components
creates complexities relative to mixing, evaporation, methane
generation, catalyst fouling and fuel input steps that are not at
issue with lower weight hydrocarbons.

Solid oxide fuel cells (“SOFC”) use methane and hydro-
gen, as well as carbon monoxide. SOFC systems are less
complex than other fuel cells because they have fuel flexibil-
ity. SOFC are capable of internally reforming methane. The
internal reforming of methane also suppresses temperature
increases in a SOFC stack. Heat generated from SOFC is
accumulated in the SOFC stack. Unless the heat is properly
released, the temperature of upper cells increases. This can
lead to the failures of SOFC, as well as failures of sealant and
interconnect materials. Internal reforming of methane is one
manner of addressing the heat issue because the reaction by
which methane is reformed is endothermic.

Diesel pre-reforming has historically experienced prob-
lems with coke formation and low operating temperature
activity reduction. Diesel reforming catalysts are readily
deactivated by coke formation. These types of heavy hydro-
carbons are more prone to coke formation than light hydro-
carbons. Coke formation is the main deactivation mechanism
of these catalysts. In addition, pre-reforming is preferably
operated at lower temperature than other reforming methods
in order to encourage methane production. Pre-reforming is
generally operated under 500° C. because the presence of
methane is favorable at these temperature ranges. However,
catalytic activity is typically proportional to the operating
temperature. Therefore, the lower the operating temperature,
the lower the activity of the catalyst. It would be advantageous
to develop a catalyst with high tolerance to coke formation
and high activity under 500° C. as a diesel pre-reforming
catalyst.

Commercial catalysts are available for naphtha pre-re-
forming processes. However, the these commercial catalysts
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are not very useful or effective when used in a diesel pre-
reforming processes. Diesel is more prone to coke formation
than naphtha. Therefore, catalytic activities are degraded rap-
idly in diesel pre-reforming conditions.

Catalyst development is required for diesel pre-reforming
processes. In a pre-reforming process, diesel is reformed into
syngas before being fed to SOFC systems. Pre-reforming is
operated without an oxygen feed and at lower than 500° C.
Therefore, pre-reforming has higher efficiency than other
reforming methods. However, a highly active catalyst is
required for diesel pre-reforming because of characteristic of
diesel and low operation temperature. No commercial cata-
lysts are currently available for diesel pre-reforming. Addi-
tionally, no commercial catalysts are available to process
diesel type liquid hydrocarbons to methane rich gas that can
provide high fuel conversion, selectivity, and stability.

SUMMARY

Generally, this invention relates to new catalyst formula-
tions to convert diesel type liquid hydrocarbons to methane
rich gas that can result in increased fuel cell efficiency. The
catalysts provide high conversion, selectivity, and stability
compared to the state of the art commercial catalysts. The
catalysts can improve the overall fuel cell efficiency for both
mobile and stationary fuel cell applications.

In one aspect, the invention provides a catalyst for convert-
ing diesel type liquid hydrocarbons to methane rich gas. The
catalyst includes a nickel component, a cerium oxide compo-
nent, and gadolinium oxide component. The catalyst is oper-
able to convert diesel type liquid hydrocarbons to methane
rich gas.

In another aspect, the invention provides a catalyst for
converting diesel type liquid hydrocarbons to methane rich
gas. The catalyst includes a nickel component, a cerium oxide
component, and gadolinium oxide component. The catalystis
resistant to the formation of coke on the catalyst during use of
the catalyst.

In another aspect, the invention provides a method of pre-
paring the catalyst for converting diesel type liquid hydrocar-
bons to methane rich gas using a glycine nitrate process. The
process includes adding stoichiometric amounts of Ce
(NO,);.6H,0, GA(NO,),.6H,0 and Ni(NO,),.6H,O to de-
ionized water to create a dissolved solution. Glycine is added
to the dissolved solution to create a glycine-dissolved solu-
tion. The glycine-dissolved solution is heated such that
excess water is evaporated, combustion is initiated, and a
catalyst powder is produced. The catalyst powder is then
calcined in air at 800° C. for 4 hours.

In another aspect, the invention provides a method of acti-
vating the catalyst by reducing the catalyst with hydrogen and
nitrogen at about 500° C. for about 4 hours, such that the
catalyst is activated.

In another aspect, the invention provides a method of
regenerating the catalyst by treating a catalyst that has been
used for converting diesel type liquid hydrocarbons to meth-
ane rich gas with a treatment of water, hydrogen, and nitrogen
at atmospheric pressure, and about 500° C., for a sufficient
amount of time to remove coke formation on the catalyst. The
temperature of the regeneration process is dependent on the
amount of coke formation. In some embodiments, the catalyst
is treated at about 500° C. during the regeneration process. In
further embodiments, the catalyst is treated from about 500°
C. to about 800° C. during the regeneration process.

In another aspect, the invention provides a method of using
the catalyst wherein diesel type liquid hydrocarbons are
applied to the catalyst and a methane rich gas is produced.
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The present invention has potential positive environmental
impact. Global carbon dioxide emissions from fossil sources
are significant. Reduction of global carbon dioxide emissions
will reduce impacts on climate change. The combination of
an on-board vehicle reformer and SOFC is expected to sub-
stantially lower greenhouse gas emissions because it has
increased efficiency and will reduce fuel consumption.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 shows transmission electron microscopy (TEM)
images of exemplary catalyst particles formed according to
an embodiment of the invention.

FIG. 2 shows a schematic flow chart of an embodiment of
a preparation method of catalysts.

FIG. 3 shows the schematic of an experimental set-up.

FIGS. 4(a) and (b) show fuel conversion and methane
production over catalyst compositions.

FIG. 5 shows fuel conversion over a catalyst composition.

FIGS. 6(a) and (b) shows fuel conversion over catalyst
compositions.

FIG. 7 shows the amount of coke formation over various
catalyst compositions.

FIG. 8 shows the amount of coke formation over various
catalyst compositions.

FIG. 9 shows the catalyst activity compared to nickel load-
ing of several catalysts.

FIG. 10 shows the results of stability tests of nickel/CGO
catalysts.

FIG. 11 shows the results of stability tests of nickel/CGO
catalysts.

FIG. 12 shows XRD patterns of catalyst compositions.

FIG. 13 shows fuel conversion over catalyst compositions.

FIG. 14 shows TPR profiles of catalyst compositions.

FIG. 15 shows accelerated degradation testing results of
catalyst compositions.

FIG. 16 shows accelerated degradation testing results of
catalyst compositions.

FIG. 17 shows accelerated degradation testing results of
catalyst compositions.

FIG. 18 shows the results of long term stability testing of
catalyst compositions.

DETAILED DESCRIPTION OF THE INVENTION

Generally, this invention relates to new catalyst formula-
tions to convert diesel type liquid hydrocarbons to methane
rich gas that can result in increased fuel cell efficiency. The
catalysts provide high conversion, selectivity, and stability
compared to the state of the art commercial catalysts. The
catalyst compositions can improve the overall fuel cell effi-
ciency for both mobile and stationary fuel cell applications.
Hereinafter, the composition, the preparation method, the
activation process, the regeneration process, and the use of
diesel pre-reforming catalysts presented in the invention will
be described in detail.

In one aspect, the invention provides a catalyst for convert-
ing diesel type liquid hydrocarbons to methane rich gas. Die-
sel type liquid hydrocarbons typically include a mixture of
heavy hydrocarbons whose carbon number is in the range
from 12 to 24. The catalyst includes a nickel component, a
cerium oxide component, and gadolinium oxide component.
The catalyst is operable to convert diesel type liquid hydro-
carbons to methane rich gas.

In another aspect, the invention provides a catalyst for
converting diesel type liquid hydrocarbons to methane rich
gas. The catalyst includes a nickel component, a cerium oxide

10

15

25

40

45

4

component, and gadolinium oxide component. The catalystis
resistant to the formation of coke on the catalyst during use of
the catalyst.

In some embodiments, the nickel component is present at
about 20% wt., the cerium oxide component is present at
about 70% wt., and the gadolinium oxide component is
present at about 10% wt. Surprisingly, it has been discovered
that there is an optimum loading of nickel in the these catalyst
compositions. It has been discovered that 20% wt. of Ni
loading more effectively suppresses detrimental coke forma-
tion than higher Ni loading in the catalyst compositions.

In some embodiments, the catalyst further includes ruthe-
nium. In further embodiments, when the catalyst includes
ruthenium, the nickel component is present at about 19.5%
wt., the cerium oxide component is present at about 70% wt.,
the gadolinium oxide component is present at about 10% wt.,
and the ruthenium component is present at about 0.5% wt.
Surprisingly, a small addition of ruthenium improves the
stability of these catalyst compositions. While nickel is
widely used for catalytic processes because it has high cata-
Iytic activity and is inexpensive, nickel is vulnerable to coke
formation compared to precious metals such as rhodium,
platinum and ruthenium.

The nickel component is an active metal of the catalyst.
The cerium and gadolinium components (collectively
“CGO” or “Gd doped CeO,”) function as the catalyst support.
The CGO is effective to improve the tolerance of the catalyst
composition to coke formation. Without wishing to be bound
by theory, it is believed that CGO suppresses coke formation
on metals because CGO is an ionic conductive material. In
some embodiments, the CGO has a high ionic conductivity.
Thus, in further preferred embodiments, the catalyst is resis-
tant to the formation of coke on the catalyst during use of the
catalyst.

In another aspect, the invention provides a method of pre-
paring the catalyst for converting diesel type liquid hydrocar-
bons to methane rich gas using a glycine nitrate process
(“GNP”). The process includes adding stoichiometric
amounts of Ce(NO,);.6H,0, Gd(NO,),.6H,O0 and Ni
(NO,),.6H,0 to de-ionized water to create a dissolved solu-
tion. Glycine is added to the dissolved solution to create a
glycine-dissolved solution. The glycine-dissolved solution is
heated such that excess water is evaporated, combustion is
initiated, and a catalyst powder is produced. The catalyst
powder is calcined in air at 800° C. for 4 hours. The resulting
powder after the combustion is calcinated in order to stabilize
the active metal and form the phase of CGO (Ce, ;Gd,, ;0,_)-
To effectively suppress coke formation, the phase of CGO
should be formed during the calcination.

Glycine is used as a fuel for glycine nitrate process, and
after the combustion, the glycine should be combusted.
Therefore, the amount and purity of glycine are less important
than other elements. However, in some embodiments a 1:1.5
nitrate:glycine molar ratio is used for the process. In some
embodiments a =99% purity glycine is used. In further
embodiments, the molar ratio of glycine to NO; of the gly-
cine-dissolved solution is about 1.4. In further embodiments,
the molar ratio of glycine to NO; of the glycine-dissolved
solution is about 1.6.

In some embodiments, the catalyst powder is shaped into a
form for use in converting diesel type liquid hydrocarbons to
methane rich gas. In further embodiments, the form is catalyst
pellets. A person of skill in the art will understand the various
forms in to which the catalysts could be shaped, and will
understand how to select the best form for a given reactor and
process. In some embodiments, the catalyst powder is pellet-
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ized using a hydraulic press. A person of skill in the art will
understand the various other methods that can be used to
shape catalysts.

In further embodiments, the catalyst powder has particles
in the size range of 10 nm to 20 nm. In some embodiments, the
particles are a combination of sizes within this range. In other
embodiments, the particles form a large cluster. This large
cluster is shown in FIG. 1 which is TEM (Transmission Elec-
tron Microscope) images of an exemplary prepared catalyst.

In some embodiments, the calcining the catalyst powder
step includes increasing the temperature to about 800° C. over
a period of about 4 hours, and then maintaining the tempera-
ture at about 800° C. for about 4 hours. FIG. 2 shows an
exemplary schematic flowchart illustrating the preparation
method of catalyst compositions according to certain
embodiments of the present invention.

In another aspect, the invention provides a method of acti-
vating the catalyst by reducing the catalyst with hydrogen and
nitrogen at about 500° C. for about 4 hours, such that the
catalyst is activated. In some embodiments, the hydrogen is
about 30% wt. In other embodiments, the nitrogen is about
70% wt. Pretreatment, or activation, of the catalyst composi-
tions is necessary as nickel converts to a non-active form of
nickel oxide during the preparation of the catalyst composi-
tions.

In another aspect, the invention provides a method of
regenerating the catalyst by treating a catalyst that has been
used for converting diesel type liquid hydrocarbons to meth-
ane rich gas with a treatment of water, hydrogen, and nitrogen
at atmospheric pressure, and about 500° C. for a sufficient
amount of time to remove coke formation on the catalyst. The
temperature of the regeneration process is dependent on the
amount of coke formation. In some embodiments, the catalyst
is treated at about 500° C. during the regeneration process. In
further embodiments, the catalyst is treated from about 500°
C. to about 800° C. during the regeneration process. In gen-
eral, a higher regeneration temperature can be used for treat-
ing more severe coke formation. For instance, with severe
coke formation, a temperature of 800° C. can be used during
the regeneration process. In some embodiments, the hydro-
gen is about 30% wt. In some embodiments, the nitrogen is
about 45% wt. In some embodiments, the water is about 45%
wt. In some embodiments, about 90% of the coke formed on
the catalyst during use is removed during regeneration. In
some embodiments, about 91% of the coke formed on the
catalyst during use is removed during regeneration. In some
embodiments, about 92% of the coke formed on the catalyst
during use is removed during regeneration. In some embodi-
ments, about 93% of the coke formed on the catalyst during
use is removed during regeneration. In some embodiments,
about 94% of the coke formed on the catalyst during use is
removed during regeneration. In some embodiments, about
95% of the coke formed on the catalyst during use is removed
during regeneration. In some embodiments, about 96% of the
coke formed on the catalyst during use is removed during
regeneration. In some embodiments, about 97% of the coke
formed on the catalyst during use is removed during regen-
eration. In some embodiments, about 98% of the coke formed
on the catalyst during use is removed during regeneration. In
some embodiments, about 99% of the coke formed on the
catalyst during use is removed during regeneration. In some
embodiments, about 100% of the coke formed on the catalyst
during use is removed during regeneration.

In another aspect, the invention provides a method of using
the catalyst wherein diesel type liquid hydrocarbons are
applied to the catalyst and a methane rich gas is produced. In
some embodiments, the diesel type liquid hydrocarbons are
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converted to methane rich gas at a rate of about 10% or
greater. In some embodiments, the diesel type liquid hydro-
carbons are converted to methane rich gas at a rate of about
11% or greater. In some embodiments, the diesel type liquid
hydrocarbons are converted to methane rich gas at a rate of
about 12% or greater. In some embodiments, the diesel type
liquid hydrocarbons are converted to methane rich gas at a
rate of about 13% or greater.

In preferred embodiments, the catalysts have high catalytic
activity and stability for diesel pre-reforming to obtain high
efficiency and heat balance of a solid oxide fuel cell (SOFC)
system.

In preferred embodiments, the catalysts provide high con-
version, selectivity, and stability compared to the state of the
art commercial catalysts. In some embodiments, the catalyst
compositions can improve the overall fuel cell efficiency for
both mobile and stationary fuel cell applications.

EXAMPLES

Activity tests and analysis of spent catalysts were con-
ducted to design and optimize the catalyst compositions.
Activity tests were used to compare the activity and stability
of various catalyst compositions. The spent catalysts were
then analyzed by temperature programmed oxidation to mea-
sure coke formation.

GNP-CGO catalyst formulations for all of the Examples
were prepared as follows. Nickel/CGO catalysts were pre-
pared by adding Ce(NO,);.6H,0, Gd(NO,),.6H,0, and
Ni(NO,),.6H,0O to de-ionized water to create a dissolved
solution. The amount of each nitrate was stoichiometrically
calculated. For example, to make 10% Ni/CGO catalyst,
molar ratio of three components is Ce(NO,);.6H,0:Gd
(NO,);.6H,0:Ni(NO,),.6H,0=0.9:0.1:0.3290. For 20%
Ni/CGO catalyst, the molar ratio of Ni(NO,),.6H,O was
changed to 0.7403 and so on. Glycine was added to the
dissolved solution to create a glycine-dissolved solution. A
1:1.5 nitrate:glycine molar ratio is used. The glycine-dis-
solved solution was heated such that excess water was evapo-
rated, combustion was initiated, and a catalyst powder was
produced. About 2 hours were needed for vaporization of
excess water, and spontaneous combustion began at approxi-
mately 180° C. During the combustion, internal temperature
suddenly rose to above 1000° C. The combustion was com-
pleted in a few minutes. The catalyst powder was shaped into
apellet. The catalyst powder was then calcined in air increas-
ing the temperature to about 800° C. over a period of about 4
hours, and then maintaining the temperature at about 800° C.
for 4 hours. After the calcination, the calcined catalyst was
ground uniformly with mortar and then shaped again into the
pellet. The catalyst particles having 250 to 500 um particle
size were selected with sieves.

Nickel/Rhodinium/CGO catalysts, Nickel/Platinum/CGO
catalysts, Ruthenium/CGO catalysts, Rhodium/CGO cata-
lysts, Platinum/CGO catalysts, and Nickel/Ruthenium/CGO
catalysts were prepared by a similar method as the GNP-CGO
catalyst formulations. For example, the Nickel/Ruthenium/
CGO catalysts were prepared by adding Ce(NO,);.6H,0,
Gd(NO,);.6H,0, Ni(NO,),.6H,0, and RuNO)(NO,), to
de-ionized water to create a dissolved solution. The amount of
each nitrate was stoichiometrically calculated. For example,
to make 19.5% Ni-0.5% Ru/CGO catalyst, the molar ratio of
four components is Ce(NO,);.6H,0:Gd(NO,),.6H,O:Ni
(NO,),.6H,0:Ru(NO)(NO;),=0.9:0.1:0.7218:0.01075.
Glycine was added to the dissolved solution to create a gly-
cine-dissolved solution. A 1:1.5 nitrate:glycine molar ratio
was used. The glycine-dissolved solution was heated about 2
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hours to vaporize excess water, and spontaneous combustion
began at approximately 180° C. During the combustion, the
internal temperature suddenly rose to above 1000° C. The
combustion was completed in a few minutes and the catalyst
power was produced. The catalyst powder was shaped into a
pellet and then calcined in air increasing the temperature to
800° C. over a period of about 4 hours, then maintaining the
temperature at about 800° C. for 4 hours. After the calcina-
tion, calcined catalyst was ground uniformly with mortar and
then shaped again into the pellet. The catalyst particles having
250 to 500 um particle size were selected with sieves.

Incipient wetness impregnation (IWI) Nickel/CGO cata-
lysts were prepared as follows. Gadolinium doped ceria
(CGO) from PRAXAIR was dried at 130° C. for 4 hours.
Dried CGO was weighted and deionized water was absorbed
into dried CGO. After the absorption, the CGO was weighted
again to calculate the ratio of absorbed water by porous struc-
ture of CGO. A nickel nitrate solution was prepared with
stoichiometric amount of nickel components, and the solu-
tion was absorbed into dried CGO. Then, the nickel-contain-
ing CGO catalyst was dried at 120° C. for 4 hours, and
calcined in air increasing the temperature to 600° C. over a
period of about 4 hours, then maintaining the temperature at
about 600° C. for 4 hours. After the calcination, the calcined
catalyst was ground uniformly with a mortar and then shaped
again into the pellet. The catalyst particles which have 250 to
500 pm particle size were selected with sieves.

A schematic diagram of the experimental setup for the
catalytic activity test is shown in FIG. 3. Fuel was atomized
by an ultrasonic-injector for delivery. The reactor was made
of 12.7 mm stainless steel tubes placed inside electric fur-
naces. The reactor was controlled using PID temperature
controllers and was monitored by thermocouples placed at
the bottom of the catalytic bed. The fuel and de-ionized water
(>15M&) was supplied by a high performance liquid chro-
matography (HPLC) pump (MOLEH Co. Ltd.). The water
was supplied to a steam generator. A small quantity of nitro-
gen was also fed into the steam generator and ultrasonic
injector to obtain a stable delivery of the reactants. The total
flow of nitrogen was 120 ml/min, 20 ml/min for steam gen-
erator and 100 ml/min for ultrasonic injector nozzle. The air
and nitrogen were metered using mass flow controllers (MKS
Co. Ltd.). A gas chromatograph equipped with a Thermal
Conductivity Detector (TCD) and a Flame Ionization Detec-
tor (FID), was used to analyze the compositions of the diesel
reformate. It should be noted that the water component was
removed by water trap before analyzing the compositions of
the diesel reformate. Also, the temperatures of gas pipelines
of the equipment were maintained above 150° C. with heat
bands.

Example 1

Pre-reforming using mono-metallic and bi-metallic cata-
lysts was conducted. The results of case studies are follows:

1) Mono-Metallic Catalysts

Among mono-metallic catalysts, ruthenium/CGO showed
the highest catalytic activity at 500° C. The results of pre-
reforming over mono-metallic catalysts are shown in FIGS.
4(a) and 4(b). N-dodecane, =99% purity, anhydrous dode-
cane from Sigma-Aldrich Co., was used in this series of
experiments. The pre-reforming of N-dodecane was con-
ducted at an O,/C ratio of 0.3, a H,O/C ratio of 3.0 and a
GHSYV of 5,000/h. Ruthenium/CGO showed 100% fuel con-
version and 8.0 mol % of methane production. However,
Ru/CGO showed rapid degradation when pre-reforming was
conducted using commercial diesel. Fuel conversion of com-
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mercial diesel pre-reforming over Rw/CGO is shown in FIG.
5. Less than 60% of the fuel was converted to syngas over
Ru/CGO when commercial diesel was used.

2) Bi-Metallic Catalysts

No improvement of catalytic activity was observed over
bi-metallic catalysts. Fuel conversion and methane produc-
tion over bi-metallic catalysts are shown in FIGS. 6(a) and
6(b). In these experiments, N-dodecane was used. The pre-
reforming was conducted at an O,/C ratio of 0.3, a H,O/C
ratio 0of 3.0 and a GHSV of 5,000/h.

Example 2

In reforming reactions, the redox cycle of CGO converts
oxygen from of water and carbon monoxide into oxygen ions.
The oxygen ions are diffused into the metal particles through
the oxygen vacancy of CGO. The oxygen ion diffused to
metal particles reacts with coke formed on nickel. Tests were
conducted to analyze coke formation on CGO catalysts com-
pared to commercially available catalysts. Al,O; was
obtained from Sigma-Aldrich. FIG. 7 shows the amounts of
coke formation over CGO catalysts and Al,O, after reform-
ing tests. F1G. 7 shows Aged CGO-M1&M4 (M1 is platinum,
and M4 is nickel) and Aged CGO-M1 (M1 is nickel). Al,O,
is widely used for catalyst supports, but is a nonionic con-
ducting material. As shown in FIG. 7, coke formation is more
significant on Al,O; than CGO based catalyst compositions.
In these tests, synthetic diesel was used. The synthetic diesel
was a combination of N-dodecane (vol. 70%, =99% purity,
Sigma-Aldrich) and 1-methylnaphthalene (vol. 30%, 299%
purity, Sigma-Aldrich). The pre-reforming was conducted at
an O,/C ratio of 0.5, a H,O/C ratio of 1.25 and a GHSV of
5,000/h.

Example 3

Generally, coke formation is a defect of nickel based cata-
lyst compositions. Nickel is more prone to coke formation
than other precious metal catalysts. In the present invention,
the problem of coke formation on nickel based catalysts is
alleviated by using CGO as supports.

FIG. 8 shows the amount of coke formation after 10 hours
of diesel pre-reforming over catalyst compositions with vari-
ous nickel wt. %. Commercial diesel from GS-Caltex, South
Korea was used for pre-reforming tests. The commercial die-
sel contains sulfur-containing compounds and aromatics. The
pre-reforming was conducted at an H,O/C ratio of 2.0, a
GHSYV of 5,000/h, and a temperature of 500° C. As shown in
FIG. 8, the catalyst with 20% nickel experienced the least
amount of coke formation. In general, when the coke has a
high temperature for burning it is hard to move by regenera-
tion procedures because the burning temperature is related to
the bonding energy of coke. In that respect, only catalyst
compositions with 20 wt. % of Ni loading shows no coke is
burned at 400° C.

Example 4

The activity and stability of catalysts depend on metal
loading. A certain amount of metal loading is required to
obtain enough catalytic activity for diesel pre-reforming.
FIG. 9 shows the results of commercial diesel pre-reforming
over various nickel loading of catalyst compositions. The
pre-reforming was conducted at an H,O/C ratio of 2.0, a
GHSV of 5,000/h, and a temperature of 500° C. When diesel
pre-reforming was conducted over Ni/CGO (10 wt. %), fuel
conversion decreases as shown in FIG. 9. Fuel conversion was
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greatly improved when nickel loading is higher than 20 wt. %.
However, too high of metal loading decreases metal disper-
sion and interaction with supports and thus impacts the role
that CGO plays in suppressing coke formation.

Example 5

FIG. 10 shows stability of catalyst compositions with 0.5
wt. % of various precious metals, including ruthenium,
rhodium, and platinum. FIG. 10 shows the results of commer-
cial diesel pre-reforming over the catalysts for a period of 10
hours. The pre-reforming was conducted at an H,O/C ratio of
2.0, a GHSV of 5,000/h, and a temperature of 500° C. As
shown in FIG. 10, the stability of the catalyst compositions
was not improved by replacing 0.5 wt. % of nickel with
rhodium or platinum. However, when 0.5 wt. % of Ni was
replaced with ruthenium, the stability of the catalyst compo-
sitions was improved.

While ruthenium is effective to improve the stability of
Ni/CGO, 0.5 wt. % was the optimized amount with respect to
the amount of replacement. FIG. 11 is the result of stability
tests illustrating 0.5 wt. % was the optimized amount for the
replacement. FIG. 11 shows the results of commercial diesel
pre-reforming over the catalysts for a period of 10 hours. The
pre-reforming was conducted at an H,O/C ratio of 2.0, a
GHSYV of 5,000/h, and a temperature of 500° C. When the
amount of replacement is greater than 0.5 wt. %, the improve-
ment on stability is not obtained.

Example 6

Shown in FIG. 12 are XRD X-Ray Ditfraction (XRD)
patterns of nickel/CGO-CNP catalysts, CGO-GNP catalyst,
and commercial CGO. When CGO was prepared by GNP
according to the catalyst preparation method described
above, the XRD pattern was consistent with commercial
CGO. This indicated that the calcination process was proper
to form the phase of CGO. Additionally, with the nickel/
CGO-CNP catalyst, the CGO peaks was shown and addi-
tional peaks were identical to the peaks of nickel oxides.

Example 7

FIG. 13 shows the results of commercial diesel pre-reform-
ing over Ni/CGO (20.0 wt. %) prepared by GNP and incipient
wetness impregnation (IWI). The pre-reforming was con-
ducted at an H,O/C ratio of 3.0, a GHSV of 5,000/h; and a
temperature of 500° C. Fuel conversion is the percentage of
the number of carbon in product per the number of carbon in
fed fuel. As shown in FIG. 13, commercial diesel was com-
pletely converted over both catalysts for the initial 4 hours.
Ni/CGO (20.0 wt. %) prepared by IWI was degraded after 4
hours and only 50% of commercial diesel is converted at the
end of the test. Ni/CGO (20.0 wt. %) prepared by GNP
completely converts commercial diesel even after 10 hours.

FIG. 14 shows the Temperature Programmed Reduction
(TPR) of Ni/CGO (20.0 wt. %) prepared by GNP and IWI.
GNP reduced the reduction temperature of CGO. When
Ni/CGO (20.0 wt. %) was prepared by GNP, CGO reduced at
about 500° C. The reduction of CGO plays an important role
in the ionic conduction for suppressing coke formation. The
preparation method of the present invention thus improve the
stability of the catalyst compositions by enhancing the reduc-
tion of CGO.

Example 8

Ni/CGO based catalysts were optimized by case studies.
The effects of nickel loading and precious metals on various
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catalyst compositions were investigated. The commercial
diesel pre-reforming was conducted at a H,O/C ratio 0£2.0,a
GHSYV of 5,000/h, and a temperature of 500° C. Low H,O/C
of 2.0 was used to accelerate degradation. The results of
nickel loading optimization are shown in FIG. 15. Although
20, 40 and 60 wt. % of nickel had similar stability, 20 wt. %
showed lower coke formation than 60 wt. %. On the other
hand, addition of ruthenium to Ni/CGO improved the stabil-
ity as shown in FIG. 16. The optimized amount of ruthenium
was 0.5 wt. %. More than 0.5 wt. % of ruthenium addition
decreased the stability of Ni/CGO, as shown in FIG. 17. The
optimized catalyst of Ni/CGO with 0.5 wt. % ruthenium was
tested for long-term stability. For the long-term stability test,
N-dodecane fuel was pre-reformed over the optimized cata-
lyst at 3.0 of H,O/C, 5,000/h of GHSV and 500° C. Gas
chromatography (GC) results were obtained regularly, and
molar ratio of each produced gas component and fuel conver-
sion were calculated from the GC data. The optimized cata-
lyst was stably operated for 200 hours, as shown in FIG. 18.

Example 9

The activity of Ni/CGO based catalysts stably was moni-
tored for the amount of methane rich gas produced from
commercial diesel fuel. Commercial diesel fuel was pre-re-
formed over 20% Nickel/CGO catalysts at 3.0 of H,O/C,
5,000/h of GHSV and 500° C. The yield of methane gas was
approximately 13% (H,O and N2 free) of methane rich gas.

That which is claimed is:

1. A catalyst comprising:

a nickel component of about 20% wt.,

a cerium oxide component of about 70% wt.,

and gadolinium oxide component of about 10% wt.,

wherein said catalyst converts diesel type liquid hydrocar-

bons to methane rich gas.

2. The catalyst of claim 1 wherein the catalyst is resistant to
the formation of coke on the catalyst during use of the cata-
lyst.

3. A method of activating the catalyst of claim 1 compris-
ing:
reducing the catalyst with hydrogen and nitrogen at about

500° C. for about 4 hours.

4. The method of claim 3 wherein the hydrogen is about
30% wt.

5. The method of claim 3 wherein the nitrogen is about 70%
wt.

6. A method of regenerating the catalyst of claim 1 com-
prising:

treating a catalyst of claim 1 that has been used for con-

verting diesel type liquid hydrocarbons to methane rich
gas with a treatment of water, hydrogen, and nitrogen at
atmospheric pressure for a sufficient amount of time to
remove coke formation on the catalyst.

7. The method of claim 6 wherein the hydrogen is about
30% wt.

8. The method of claim 6 wherein the nitrogen is about 45%
wt.

9. The method of claim 6 wherein the water is about 45%
wt.

10. A method of using the catalyst of claim 1 wherein diesel
type liquid hydrocarbons are applied to the catalyst and a
methane rich gas is produced.

11. The method of claim 10 wherein the diesel type liquid
hydrocarbons are converted to methane rich gas at a rate of
90% or greater.
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12. A catalyst comprising:

a nickel component of about 19.5% wt.,

a cerium oxide component of about 70% wt.,

a gadolinium oxide component of about 10% wt., and

a ruthenium component of about 0.5% wt.

13. A method of preparing a catalyst for converting diesel
type liquid hydrocarbons to methane rich gas, said process
comprising the steps of:

adding stoichiometric amounts of Ce(NO,);.6H,0,

Gd(NO,);.6H,0, and Ni(NO,);.6H,O to de-ionized
water to create a dissolved solution;

adding glycine to the dissolved solution to create a glycine-

dissolved solution;

heating the glycine-dissolved solution such that excess

water is evaporated, combustion is initiated, and a cata-
lyst powder is produced; and

calcining the catalyst powder in air at about 800° C. for

about 4 hours.

14. The method of claim 13 wherein the catalyst powder is
shaped into a form for use in converting diesel type liquid
hydrocarbons to methane rich gas.

15. The method of claim 13 wherein the form is catalyst
pellets.

16. The method of claim 13 wherein the molar ratio of
glycine to NO; of the glycine-dissolved solution is about 1.5.

17. The method of claim 13 wherein the catalyst powder
has particles in the size range of about 10 nm to 20 nm.

18. The method of claim 13 wherein calcining the catalyst
powder step comprises increasing the temperature to about
800° C. over a period of about 4 hours, and then maintaining
the temperature at about 800° C. for 4 hours.
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